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INSPECTION REPORT S
THIS IS TO REPORT that we, SGS-CSTC Co., Ltd, did on December 14™ 2005 at the request of

Messrs. MASTER E.P.G. (Thailand) Co., Ltd. attended at Hongjia hotel, Futian district, Shenzhen,
China, in order to perform: o sleen -
- visual Check marking/ packing,

- 100% check weighing
- Random sampling
- Analysis

- stuffing supervision and sealing
on a consignment described as:

Declared Quantity & Description
800kgs Tungsten Bars

On which we report as follows:

CARGO CONDITION AND PACKING e
Before inspection, a/m cargo was packed by wooden box. After opening the boxes, by our visual

checking, visual appearance of the cargo showed silvery white color in bar shape and separated
packed by plastic foam cushion in the box.

MARKING
NIL

WEIGHING and TALLY < :
Under our supervision, a/m cargo was performed 100% weighing piece by piece on a calibrated

electric scale. We found details as following:

Box No. Seal Number Net weight (g) Pieces

1 0089901 26378.1 27

2 0089902 26667.7 27

3 0089903 26644.9 27
& 0089904 ; 26319.2 27

5 > 0089905 25961.1 27 :
6 0089906 26353.9 Y - O
7 0089907 26344.5 &l

8 0089908 26618.9 ; 27

9 0089909 26462.5 27
10 0089910 26745.2 27

11 0089911 26315.2 27
12 0089912 26300.7 27

13 0089913 26348.3 27
14 0089914 25976.0 27

15 0089915 26307.3
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16 0089916 26218.0 27
17 0089917 26433.5 27 ==
18 0089918 26280.9 27 .
19 0089919 26540.8 2
20 . 0089920 26537.6 il )
21 0089921 26344.9 o 2T
22 0089922 26286.7 27
23 0089923 26545.6 27
24 0089924 26544.8 27
25 0089925 26378.2 27
26 0089926 26443.3 27
27 0089927 26817.0 27
28 0089928 26446.2 27
29 0088675 26353.0 27
30 0088689 26319.1 27
31 0088667 26392.5 27
Total 818625.6 837

RANDOM SAMPLING AND ANALYSIS

According to ANSI/ASQC, 80 pieces out of total 837 pieces were selected at random for
sampling. Then, 11 pieces out of total 80 pieces were selected at random for re-sampling
according to Double Sampling plans. After sampling, total approx.101.6 grams of samples were
obtained by chipping with a hard metal hammer. Then the samples were prepared into 4 sets

with distributed as following:

- One set of sample (approx.25 grams) was sent to independent lab for required analysis.
- The left sample was retained at SGS GZ office for further reference if required.
Test results were released by the laboratory. The details as follows:

c P 0 N | _Pb Bi Sn Sb As
0.0027 | <0.0010 | 0.0041 | 0.0002 | 0.0010 | <0.0005 | 0.0030 | 0.0010 | <0.0005

Fe NI Al si Ca Mg Mo W
0.0002 | 0.0005 | <0.0005 | 0.0010 | 0.0004 | 0.0002 | 0.0010 | 99.9822

STUFFING INTO WOODEN BOXES

our suprer,vision:;;_: s
SEALING s

After sampling and weighing, 837 pieces of a/m cargo were stuffed into 31 wooden boxes under

1o Then the covers of the box were secured by nails and steel strip, and then sealed by SGS
plastic/paper seals and adhesive tape. Finally we pasted SGS label onto each box facet, on
which we marked seal NO., net weigh and inspection time.

The above reflects our findings at time and place of inspection only and does not refer to any
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other matters. It is not evidence of any shipments either.

The information stated in this report (or certificate) is derived from the results of inspection or testing procedures carried out

_in.accordance with the instructions of our Client, and/or our assessment of such results on the basis of any technical
ndards, trade custom or practice, or other circumstances which should in our professional opinion be taken into account.
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